COMPRESSIVE STRENGTH:

100 PSI IN 28 DAYS.

NOTES:

1. ONE SACK MIX MAY USED AS A SUBSTITUTE FOR TYPE 2 BASE.

2. NO LABORTORY TESTS ARE REQUIRED IF THE CONTRACTOR USES CONCRETE SAND
AS AGGREGATE. CONTRACTOR WILL BE REQUIRED TO SUBMIT MIX DESIGN PRIOR

10 PLACEMENT.
ONE SACK MIX.

AGGREGATE GRADATIONS MAY BE PERFORMED.

THE INSPECTOR WILL USE THE BATCH TICKET AS PROOF OF THE
IF REQUIRED, OCCASIONAL COMPRESSIVE STRENGTH TESTS AND

3. ONE SACK MIX MAY BE USED AS BEDDING, IF APPROVED BY THE APPROPRIATE

AGENCY.
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